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» Performance test
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» Strength test
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» Material test
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TTesiing Services Calibration

> Our customers

This guaranteed that we have provided the high-quality services
to our customers throughout the years.
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Thai Steel Cable PCL

LAB Services

P Cost (1)
TSC Partner |Other Service | JSC Partner Other Service
SEE | i

Vibration

Vibration I 1,000 2,160
durability . -
test uIN/B3oluv uIN/BolUY
test
Data Electrical Dependon According
S Endurance .. test spec
acquisition durability fo customer
fest and .
system test ) specfications
requirement
Machanical
PLC system durability
test
500 1,178
uIN/3oTUY uIN/3oTUY
Load
Data logger, .
< SiileilelaleY
displacement
and
sensor, and B % S
loadcell ) Depend on :
Performichce elongation test spec According
fo customer
fest and specfications
Data requirement P
acquisition Voltage
system and and current
sensor
Universal Tensile
testing 400 un/Bu  [ERSXSRTYAHT
. strength test
machine
Hardness
Hardness Strength test test for steel
KOONNTVCTEN 500 uin/Bu
Hardness
Durometer test for
rubber
Thermal Thermal
shock shock
Depend on .
Environment test spec According 400 500
fo customer - .
test and . uIn/3oluo uIn/5oluo
- specfications
requirement
Combine Combine
cyclic cyclic test

* USUIUEEUMUSI9a:188QUDOVIU ** Free delivery service for TSC Business Partners or customer in Chonburi Area with Min Test cost 2,000 THB.




LAB Services

Salt spray

2

Thai Steel Cable PCL

Loactime (Day) Cost ()

TSC Partner |Other Service | ISC Partner Other Service

Salt spray 400 500
test uIn/B5TUo uIn/B51uo
Depend on
test spec

According

Ozone

fo customer

and specfications

requirement
Ozone

resistance
fest

7/ 120
uIN/BoTuY uIN/BoTUY

Horizontal
flammability
tester

l Environment | Flammability Py 1 5 weeks 20 o
: test test uIN/Bu uIN/Bu

Environment
chamber

Heat resistance
Coldresistance
Temp and
Humidiity
resistance

Depend on :
fest spec Ge=acng 40 50
fo customer

and ) uIN/BoTUo uIN/B3TUo
. specfications
requirement

Sound
testing room

Energy
dispersive
X-ray
speciroscop

Spectromete

Spectro-guide

Caliper

Micrometer

' SrC;L;Te 500 1,178
' Pres uIN/BoTuo uIn/BoTuo
: i testing
" | HFEE Check 1,000 2,160
‘ chromium uIN/BoWY uIN/3oluv
| P Material test | Zinc and Fe 2'0(20 4'090
s uIN/3dq uIn/3dq
R —— 24 Hrs 1-2 Weeks
= 3,200 3,750
Gross of color - -
e uIn/adaq un/34dq
~&m 400 500
& uIN/Bu uIN/Bu
IE——— Cdlibration
| 400 600
uln/su uIn/su

* YSuladsuaus

ga:1d8QUDYVIU ** Free delivery service for TSC Business Partners or customer in Chonburi Area with Min Test cost 2,000 THB.



