TOLERANCE OF ASTM A-270, JIS G-3447

STANDARD
TEM ASTM A-270 JIS G 3447
Tolerance (mm.) Tolerance (mm.)
D <25.4 +0.13 25.4 +0.15
31.8 +0.16
25.4-50.8 £0.20
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+0.35
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Stainless steel is widely accepted as themost suitable sumsaduneensuiuinlandy "wanndFai Wissnauysoluuy 07
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costeffective material solutions for food, beverage and AMFUARAMNITNEIMITUAZEN LTHBIAINTANATUAENIAANTAUES - 1143 - 0.6
pharmaceutical industries because of its high corrosion Livifeniunse wieindeniflegluamis fnuRaGuuiauazeinite i . +0.4
resistance and neutrality to acid and chloride The tube's inner Y o yoa J o e o ) - 0.8
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surface is easy to clean andworks well on both extremely N ) 165.2 +2.4
high and low temperature. ) ] -12
wintleaiialusagldimunaninevedmiugramnssueimuazen THICKNESS +12.5% £10%
Since 1995, TGpro has producing stainless steel tubes TnauiufioneluaewialiBaulnaduunigs eilasiunisinizaanes STRAIGHTNESS Shall be reasonably Straight
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o the maximum smoothness of inner tube surface to preven R e v e oa . , . - - — — - —
.. .. .. ) . v *Remarks: Other tube standards, Sizes and Thickness are available upon request. Minimum order Quantity is required for some specifications.
contamination and enhance hygienic condition. These high quality ARG FCIRNITN u,mﬂy 1995717l ANARLA mumm@mnmsmuéimim ) pon req Quantity is req p
tubes have been Supplled to major Contractors and leading ’qmﬂ’]ﬁﬂi‘imN@ﬁ]'ﬂ’m’]i“ﬂuu’m@’muﬁ'\i@ﬂwL"I]'u T,N\‘i'luﬂiﬂﬁluu Iﬁ\\j\jqulfuﬂj‘
multi-national food manufacturers both locally and worldwide. T390 wARAS DA NETnfe helu uaz sreulszmaanTuinesiy
y . il ID POL.# Roughness Ra : Um
" Tuanunmandetagiiu
none (2B) 0.1 - 0.5
Y 120 100 max
® . THI 15 TO CERTIFY THAT 180 0.55 max
T i it 320 0.15 - 0.30
SRS eR 400 0.10 - 0.20
ey 600 0.07 - 0.10
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ASTM A-270, DIN 11850, EN 10357,1SO 2037, NF A 49-249, BS 4825, AS 1528 JIS G-3447
o D A OUTSIDE WALL
DIA R DIAMETER  THICKNESS

: : L L (mm.) (mm.) A-270 Ra : 0.268 Um 10x
25.40 ° ° 25.40 1.2 2. wasannnstugliasaaieresiuioavilaawly
31.80 ° ° 31.80 12 ualdfovenuuiniu
38.10 [} [ 38.10 1.2 After forming, the grains are breaking
50.80 @ [ 50.80 1.5
63.50 [ J [ J 63.50 2.0
76.20 [ J 76.30 2.0
- 89.10 2.0
101.60 [ J 101.60 2.0 A-270 # 600 Ra : 0.074 Um 10x
- 114.30 3.0 o e gy = PO - -~
3. NINUALAYALALLAEALLALLTHLUIUAINALLAE AURINING
127.00 - - 5 T - S e o o
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152.40 ° - - | fi ‘ ! The polished surface will be finer and smoother. The level
203.20 P _ _ i A0 1 e of fineness depends on customers’ requirement and
254.0070) - B B R . ' application

*Remarks: Other tube standards, Sizes and Thickness are available upon request. Minimum order Quantity is required for some specifications.




