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IRON AND STEEL INSTITUTE OF THAILAND 

TESTING CENTER 

Attachment : Compression test results 
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ISIT No. 3855/2021 

Request No. 

August 3, 2021 

Test Date 

Testing Location 

Customer 

Sample 

: 643842 

: July 20, 2021 

st 

1 Fl. Bureau of Industrial Sectors Development Building, Room 105 

K.O.H. International Co., Ltd. 

( Caster Wreel Rubber 8" ) W/H Brake T64004 

Environmental Conditions : Temperature 24.9 °C, Relative Humidity 35 %RH 

Tested by : Universal Testing Machine S/N : 05968, System ID: 559605968 

( Caster Wreel Rubber 8" ) W/H Brake T64004 
Sample Name 

1 2 

Operation No. TC 6435119 TC 6435120 

Test Item Result Result 

Maximum load (kN) 12.75 12.53 

Before test Under testing After test 

1. The above results are valid exclusively for tested/analysed samples as mentioned in this report.

2. Publication of the results on testing and analysis is prohibited unless written permission is obtained from the governor of ISIT
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