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COMPRESSION TEST OF MORTAR CYLINDERS

For : Us¥m 1a.la.19% Bumadiutuuya 3719

Project : asaasauAmA WaUA

Sample : gnguﬁqumﬁnﬁa 2.5 cm. §2uNI9 5 cm. S1uau 3 A29E19

(1aafigneda T68003)

Date Tested :

22 ganAu 2568

Data Recorder :

Ref. No. : 4631-4/2568

No. |Diameter| Height Area Date Age | Weight| Density | Ultimate Ultimate Remarks
(@) (H) Casted Load Stress
2 3 2
(cm) (cm) (cm’) (days)| (kg) | (kg/m) (kg) | (kg/ecm")
1 5.39 2.70 22.82 - - 0.121 | 1,956 15,259 318
\a%#l DP/Lot/Heat No,
2 5.41 2.60 22.94 = = 0.116 | 1,948 7,318 319
POD 25090012
3 5.40 2.83 22.90 - - 0.116 1,782 5,419 237
\ady 291

NOTE : 1. CERTIFICATION APPLIED TO TEST SAMPLES ONLY.

2. INFORMATION UNDER 'FOR, 'PROJECT, *

............... 3. NO ERASURES OR ALTERATIONS. RESULTS BELOW THIS LINE INVALID

AGE' ARE SUPPLIED BY CLIENT. THESE ARE NOT CERTIFIED.
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