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COMPRESSION TEST OF MORTAR CYLINDERS
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No. |Diameter| Height Area Date Age | Weight| Density | Ultimate | Ultimate Remarks
() (H) Casted Load Stress
) | (em) | (cm) (days)| (k) | (ke/m)| (kg) | (kg/cm?)
1 535 517 22.48 = = 0.230 | 1,982 7,521 335
\au#l DP/Lot/Heat No.
2 542 5.04 23.07 - - 0.231 1,984 7,634 331
POD 25090012
3 5.45 5.09 2368 - - 0.237 | 1,998 7,912 339
\ady 335

NOTE : 1. CERTIFICATION APPLIED TO TEST SAMPLES ONLY.

2. INFORMATION UNDER 'FOR|, 'PROJECT', 'AGE' ARE SUPPLIED BY CLIENT. THESE ARE NOT CERTIFIED.

............... 3. NO ERASURES OR. ALTERATIONS. RESULTS BELOW THIS LINE INVALID
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